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I. GRS G EN/ RESEARCH
V SWISS LAB

Appendix to report No. GRS2024-057806

High-tech testing of this emerald at the time of examination revealed
indications of oil-type treatment (no resin found).

ililffitffilffiilililil]t

ffi
O GRS Gemresearch Swisslab AG, 6045 Meggen, Switzerland


